
b(E)× 106 [cm2g−1] for
lead glass SF5

〈Z/A〉 = 0.44522

E [GeV] bbrems bpair bnucl btot

2. 1.2056 0.3044 0.4042 1.9143
5. 1.6666 1.2189 0.4303 3.3158
10. 2.0431 1.9346 0.4202 4.3979
20. 2.4302 2.6140 0.4036 5.4478
50. 2.9385 3.6376 0.3851 6.9612

100. 3.3014 4.3195 0.3762 7.9972
200. 3.6346 4.9252 0.3719 8.9317
500. 4.0104 5.4925 0.3717 9.8746
1000. 4.2385 5.7965 0.3776 10.4125
2000. 4.4172 6.0153 0.3871 10.8197
5000. 4.5846 6.1997 0.4047 11.1890

10000. 4.6682 6.2849 0.4222 11.3753
20000. 4.7243 6.3404 0.4428 11.5074
50000. 4.7704 6.3822 0.4748 11.6274
100000. 4.7913 6.3996 0.5022 11.6931


